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ETT_SP_SSC General info

ERDENES TAVANTOLGOI

COAL STOCKPILES QUALITY (weighted average)

TOTAL
MOISTURE (ar)

-Otyo

(-1.0; +1.0)

TOTAL SULPHUR (db)

1.1%

(-0.5; +0.5)

VOLATILE
MATTER (daf)

33.0%

(-1.5; +1.5)

ASH (db)

23.5%

(-5.0; +5.0)

QUANTITY

512.0

THOUSAND TONS

G INDEX

70.0

(-5.0; +10.0)

THE FOLLOWING IS THE RESULT OF THE LABORATORY TESTS

ALS GROUP LLC
Mongol Nekmel Buiding, 2nd Khoroo.
Chingols Avene, Knar-Ui Disrict
Uisenbeatr, Mongalie

Tl 4476 70 007

CERTIFICATE OF ANALYSIS

24A36, AB9, A189, A253, A260, B25, B33, BS6-TT

CLIENT: Erdenes Tavan Tolgol JSC SAMPLES RECEIVED: 5/01/2024 6/02/2024
INSTRUCTIONS RECEIVED: 5/01/2024 6/02/2024
ADDRESS: Finance Center, Jigjidjav-8 DATE OF REPORT: £/01/2024 7/02/2024
15t khoroo, Chingaltel District STATUS OF REPORT: FINAL
Ulaanbaater, Mongolie AANALYSIS COMPLETE: 6/01/2024 7/02/2024
PREPARATION CODE: CSPSC, CSPC, CSPG
ATTN: BekhbotP ANALYS!S CODE: 1_COKING COAL, CSN
TMIMOIS, ASH, VDL
PROJECT NO. 00 TSUL, GCV, CKIN
appROVEDBY! /77 1) 4, d
LAB. JOB NO. 24A36, AB9, A189, A253, A260, B2S, B33, BS6-TT - //IZ/W
o/
NO. SAMPLES: 12 Qualify Manager
Notes/Comments: 000
'CHECKED BY: Chief Chemist:
Thesg test results are. yive only. received in jhe laboratory,
AN o GBIT 211 * GBIT 212 | GBIT 212 | 180 19578 | GBIT 212 | GBIT 212 | GB/T 212 | GBIT 212 |10 19579 | GBIT 212 | GBIT 212 | GBIT 212 | 1S0 19579 | GBIT 212 | GBIT 212 | SO 18579 | GBIT 5448 GBIT 5447 ]
RECEIVED BA! AIR DRIED DRY BASIS R EE BASIS T
Crucible |
Total Volatile Total Volatile Total Volatile Total Volatile Total Coal Caking Index |
LaB NO. SAMPLE NO. Molsture [:s':‘“ Mater | ‘::" Sulphur ’:m‘;')' (AA;:) water | 54| suiphur (:;:) Matior | P20 | suiphur | Mattor C";;:" Sulphur m;.""‘ (CKIN)
(™) Vo) (TsuL) (voL) (TsuL) (vov) (TSuL) | (voL) asuy) | s
% 33
1 ETT_SP_10129-1A 298 22.68 2431 50,03 0.83 0.54 2325 24.92 51.29 0.85 2337 25.06 51.57 0.86 67.30 112 60 =
3 ETT_SP_10129-18 297 24.63 23.52 48.88 0.73 0.54 25.25 2411 50.10 0.75 25.39 2424 50.37 0.75 67.52 1.01 6.0
3 ETT_SP_10129-2A 425 23.65 23.88 48.22 0.73 0.61 24.55 2479 50.06 0.76 24.70 2494 50.36 0.76 66.88 1.01 60
| ETT_SP_10129-28 340 2243 2450 4967 0.69 055 2309 2522 51.13 071 2322 2535 5142 072 66.97 093 €0 | i ]
5 ETT_SP_10129-3A 3.07 21.04 25.27 50.63 0.83 0.59 21.58 25.91 51.92 085 217 26.07 5223 0.86 71 1.09 60
6 ETT_SP_10129-38 3.84 19.93 26.06 50.17 1.03 0.58 20.61 26.94 51.87 1.06 0.73 27.10 52.17 1.07 81 135 60
2 ETT_SP_10129-4A 275 1.71 25.02 50.52 0.70 055 2220 25.58 51.66 0.72 22.33 25.73 51.95 0.72 688 093 65 B i
8 ETT_SP_10129-48 4.33 3.17 24.26 48.24 1.07 0.49 24.10 25.23 50.18 111 4.22 25.35 50.43 1.1 4 1.47 6.0
9 ETT_SP_10129-5A .87 243 2499 4971 0.94 0.60 2295 25.58 50.87 .96 3.09 25.73 51.18 0.96 4 125 X3
10 ETT_SP_10129-58 .99 0.55 2493 50.53 0.84 0.54 21.29 25.83 5234 .87 1.40 25.97 52.63 0.88 6 1.1 (X3
= " ETT_SP_10129-6A .51 8.55 25.83 52.12 1.01 0.65 19.10 26.59 53.66 04 19.22 2677 54.01 1.05 6.86 1.30 65
12 ETT_SP_10129-68 .15 1.07 2495 50.82 0.7{? 073 21.60 25.58 52.09 72 21.76 25.77 5248 073 7.07 0.93 65
‘QUALITY ASSURANCE/QUALITY CONTROL DATA
Cortified Value : |
0.137 0.0144 |
Unit. % %
Anslyzed value 2048 = 0.621 |

This s the Final

COPY RIGHT PROTECTED DOCUMENT

“ERDENES TAVANTOLGOI" JSC | Coal stockpile specifications

Page 1of 1



/RZBRN /RZER /TR
ISO ISO ISO
NS NS NS

ISO 45001:2018 ISO 9001:2015 ISO 14001:2015

AAAAA

SPO3H3C TABAHTOMNION

O 6 o0

WWW. ®duHaHc TeB, 1-p Xopoo,
-ett.mn 75055555 YUHranTan I:R(yp:?r,

1800-1072 Ynaan6aatap xoT




